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Endorsement notice 

The text of ISO 1248:2006/Cor.2:2008 has been approved by CEN as a European Corrigendum without any 
modification. 
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Iron oxide pigments — Specifications and methods of test 

TECHNICAL CORRIGENDUM 2 

Pigments à base d'oxydes de fer — Spécifications et méthodes d'essai 

RECTIFICATIF TECHNIQUE 2 

Technical Corrigendum 2 to ISO 1248:2006 was prepared by Technical Committee ISO/TC 35, Paints and 
varnishes, Subcommittee SC 2, Pigments and extenders. 
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In 8.2.2.3, replace “40 % (by volume)” by “40 % (by mass)”. 

In 8.2.2.4, replace “96 % (by volume)” by “96 % (by mass)”. 
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U p o z o r n ě n í :  Změny a doplňky, jakož i zprávy o nově vydaných normách jsou uveřejňovány ve Věstníku Úřadu 
pro technickou normalizaci, metrologii a státní zkušebnictví. 
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